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Radiation-induced formation of defects in binary crystals with significantly different atomic
masses has been studied. The classical molecular dynamics method is used for a modified model
that is an alternative for that with pair collisions. A computer program realizing the Verlet algo-
rithm in the framework of the molecular dynamics approach is developed. The results obtained
testify to the existence of a certain interval of incident particle energies, at which the so-called
“heavy” clusters, i.e. clusters composed of heavier atoms, can be formed.
K e yw o r d s: radiation-induced defect formation, binary crystals, molecular dynamics, com-
puter simulation.

1. Introduction
The study of radiation-induced defects in substances
at the fundamental level requires ab initio calcula-
tions. Therefore, the obtaining of results that can be
used in practice following this way is a too compli-
cated task, even if large computational facilities are
engaged. Hence, a further search of methods for the
creation of radiation-resistant materials is inevitably
associated with the results of computer simulation
and their comparison with experimental data [1].

Using the method of molecular dynamics (MD) si-
mulation, we have analyzed the specific features of
the defect formation that takes place owing to elas-
tic collisions in binary crystals composed of atoms
with considerably different masses, e.g., U–Al compo-
unds. The mass of an Al atom, 𝑚Al, is approximately
nine times lighter than that of U, 𝑚U. Therefore,
this example corresponds well to the formulated prob-
lem. Radiation-stimulated processes in such materials
have their own specificity, which is important to be
taken into account in the case of radiation process-
ing of materials for electronic equipment [2], under
the neutron irradiation of reactor materials [3], and
so forth.
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An atom in the crystal lattice shifts, if it obtains
an energy higher than the energy of displacement 𝐸d

[4]. The threshold energy of an incident particle, 𝐸thr,
is defined as its minimum energy that provides the
transfer of the displacement energy 𝐸d to the lat-
tice atom at their elastic collision. In turn, 𝐸d is the
minimum energy that is required for a lattice atom
to transit into an interstitial position. The threshold
energy of incident particles, 𝐸thr, is determined by
the formula
𝐸d =

𝑚ion

𝑀
𝐸thr, (1)

where 𝐸d is the energy of an atom displacement from
the site into an interstice, 𝑚ion the mass of a bom-
barding particle, and 𝑀 the mass of an atom in
the crystal lattice. If we accept the average value of
𝐸d ≈ 25 eV and assume that the irradiation is carried
out, e.g., only with nitrogen ions (N+), the thresh-
old displacement energies in the case of U–Al alloy
are equal to about 48 eV for the Al atom and about
425 eV for the U one. This means that only Al atoms
can be displaced from their sites in the crystal lattice
of U–Al alloy using N+ ions with energies within an
interval of about 48–425 eV.

This work was aimed at studying the specific fea-
tures in the emergence of defects induced by radiation
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in binary crystals consisting of atoms with consider-
ably different masses and at finding the dependence
of the formation probability for the so-called “heavy”
clusters on the energy of bombarding particles and
the ratio between the atomic masses in the binary
crystal.

2. Simulation of the Process
of “Heavy”-Cluster Formation
in Binary Crystals

Let us begin the simulation procedure from the ki-
netic energy values that correspond to the thresh-
old displacement energy of “light” atoms. In our case,
these are Al atoms, so that 𝐸thr ≥ 48 eV. When 𝐸thr

increases in the energy interval of about 48–425 eV,
the displacements of Al atoms are observed, and, as
a result, the environment of U atoms becomes disor-
dered. We may expect that the U atoms will approach
one another at that to form the so-called “heavy” clus-
ters. The results of computer simulation confirm this
assumption. The consideration of the formation of
“heavy” clusters, i.e. the clusters consisting of “heavy”
atoms, is important for the solution of various prob-
lems in radiation physics.

2.1. Model of radiation-induced
defect formation

In the MD method, the motion of atoms in a crystal
is described by the equations of motion taken from
classical mechanics with a given interaction poten-
tial [5, 6]. In a system consisting of 𝑁 particles, the
force that acts on the 𝑖-th atom, 𝐹𝑖 , is calculated
as the vector sum of forces acting from other 𝑁 − 1
atoms. Then, the equation of motion for the 𝑖-th atom
acquires the form

𝑚
𝑑2r𝑖(𝑡)

𝑑𝑡2
=

𝑁−1∑︁
𝑖 ̸=𝑗

F(𝑟𝑖𝑗), (2)

where
F(𝑟𝑖𝑗) = −

∑︁ 𝜕𝑈(r𝑖𝑗)

𝜕𝑥𝑖
(3)

is the force acting on the 𝑖-th atom from other 𝑗
atoms, 𝑚 is the atomic mass, r𝑖(𝑡) the radius vec-
tor of the 𝑖-th atom, and 𝑟𝑖𝑗 the distance between
atoms 𝑖 and 𝑗.

A key issue in the MD simulation is the selection
of the interaction potential between atoms. Its choice

depends on the origin of the examined material and
the research task. The simplest case supposes a pair
interaction between the particles in the crystal [7]. In
this approximation, the total potential energy of a
system of 𝑁 particles can be written as the sum of
all interaction energies 𝑈𝑖𝑗 between the 𝑖-th and 𝑗-th
particles. Designating the distance between the 𝑖-th
and 𝑗-th atoms as 𝑟𝑖𝑗 = |r𝑖 − r𝑗 |, we obtain

𝑈(r1, r2, ..., r𝑁 ) =

𝑁∑︁
𝑖=1

𝑁∑︁
𝑗=1,𝑗>𝑖

𝑈𝑖𝑗(𝑟𝑖𝑗). (4)

One of the most popular potentials that are used
at the MD simulation of atomic processes in crystals
is the Lennard-Jones potential [8–10]

𝑈(𝑟𝑖𝑗) =
𝐴

𝑟12𝑖𝑗
− 𝐵

𝑟6𝑖𝑗
, (5)

where 𝐴 = 4𝜀𝜎12, 𝐵 = 4𝜀𝜎6, 𝑟 is the interatomic dis-
tance, 𝑒 the potential well depth, and 𝜎 the distance,
at which the interatomic potential equals zero. As a
rule, this potential is used in researches, where the ba-
sic attention is focused on obtaining the qualitative
results, rather than on calculating the quantitative
parameters of the material.

In the case of our model lattice, the parameters
of the interaction between different atoms were de-
termined as the average values of the correspond-
ing parameters for both potentials between the same
atoms. It should be noted that the model lattice does
not correspond to the real lattice of the U–Al com-
pound, and the introduced notations are conditional:

1. First, a lattice consisting of only U atoms was
simulated, and the corresponding values of potential
parameters that provided the lattice stability were
determined.

2. A model lattice for Al atoms was also con-
structed, and the corresponding potential parameters
were also determined.

3. The parameters of the potential between differ-
ent atoms were obtained as the average values

𝑋𝑖𝑗 =
𝑋𝑖𝑖 +𝑋𝑗𝑗

2
, (6)

where 𝑋𝑖𝑗 are the parameter values for the interaction
potential between the Al and U atoms, 𝑋𝑖𝑖 the pa-
rameter values for the interaction potential between
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Table 1. Parameters of model lattice potentials

No. 𝐴1 𝐵1 𝐴2 𝐵2 𝐴3 𝐵3

1 3.7× 10−12 0.16× 10−6 2.7× 10−12 0.017× 10−6 3.2× 10−12 0.09× 10−6

2 3.5× 10−12 0.12× 10−6 2.5× 10−12 0.012× 10−6 3.0× 10−12 0.066× 10−6

3 3.1× 10−12 0.09× 10−6 2.1× 10−12 0.01× 10−6 2.6× 10−12 0.05× 10−6

Al atoms, and 𝑋𝑗𝑗 the parameter values for the in-
teraction potential between U atoms.

It should be emphasized that the computer exper-
iment was carried out, by using a model binary lat-
tice, the characteristic feature of which was the large
difference between the atomic masses. The influence
of this lattice feature on the radiation-induced defect
formation had to be studied. Therefore, when con-
structing the model lattice, we used the real param-
eters for the potentials between Al (𝜎 = 1.1646 Å
and 𝜀 = 0.2703 eV) and Pb (𝜎 = 1.1836 Å and
𝜀 = 0.2348 eV) atoms [11]. In the paper, we consider
U–Al compounds, because they are related to impor-
tant reactor materials. But actually we are interested
in a result that is determined by a large difference
between the atomic masses.

In Table 1, the potential parameters for a model
cubic lattice are presented. Here, 𝐴1 and 𝐵1 are the
potential parameter values for the model lattice with
light (Al) atoms, 𝐴2 and 𝐵2 the corresponding pa-
rameter values for the model lattice with heavy (U)
atoms, and 𝐴3 and 𝐵3 are the potential parameters
for different atoms. The rows in Table 1 correspond
to the variations of potential parameters, which were
carried out in order to test their influence on the re-
sults obtained.

A computer program was developed to simulate the
process of radiation-induced defect formation in bi-
nary crystals. It is based on the MD method and uses
the Verlet algorithm [12]. According to the latter, the
locations of the particles and their velocities at each
time step were determined from the equations

r𝑛𝑖 = r𝑛−1
𝑖 +Δ𝑡v𝑛−1

𝑖 +
(Δ𝑡)2

2𝑚
F𝑛−1

𝑖 ,

v𝑛
𝑖 = v𝑛−1

𝑖 +
Δ𝑡

2𝑚
(F𝑛

𝑖 + F𝑛−1
𝑖 ),

(7)

F𝑛
𝑖 = −

𝑁∑︁
𝑗,𝑗 ̸=𝑖

𝜕𝑈𝑛
𝑖𝑗

𝜕𝑥𝑖
, (8)

where 𝑖 is the particle number (𝑖 = 1, ..., 𝑁), 𝑛 the
number of an integration step, Δ𝑡 the magnitude of

an integration step, and F𝑛
𝑖 the force acting on the

𝑖-th atom from other 𝑗 atoms. The computer pro-
gram was written in the C# language under the
.NET Framework [13, 14], by using the capabilities
of the powerful Unity 3D graphic engine [15]. The
program has a graphic interface, which displays the
dynamics of atoms, additional windows with the pro-
gram parameters, and information about the chosen
atoms. The program has two basic classes. One of
them realizes the calculation of the atomic dynamics,
by using the Verlet algorithm. The other is responsi-
ble for extracting results in the real-time mode.

The radiation-induced defect formation was simu-
lated in three stages [16].

1. Initialization of the model system. The atoms
are located at the sites of a model cubic lattice. The
choice of the model lattice type should not affect the
qualitative results in our case. The boundary condi-
tions are given in terms of quasielastic forces. The
model lattice contains 1000 atoms.

2. Relaxation of the model lattice to an equilib-
rium state. The latter is reached by integrating the
differential equations, by following the Verlet algo-
rithm. The model lattice temperature is introduced
in the framework of the standard MD approach [17].

3. Research of the radiation-induced defect for-
mation.

Unlike calculations, in which elastic collisions be-
tween the incident particles and the lattice atoms are
simulated, e.g., using the Born–Mayer potential [18–
20], our model includes the so-called random external
forces, 𝐹𝑅. The latter simulate impacts of the atoms
in the model lattice with a certain frequency by ex-
ternal particles with a certain kinetic energy.

As was mentioned above, the external force 𝐹𝑅 was
introduced to simulate the action of an incident parti-
cle on an atom in the model lattice. This force corre-
sponds to the transfer of a certain piece of the kinetic
energy to the atom. The formula
(𝐹𝑅𝑡)

2

2𝑀
= 25 eV, (9)
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Fig. 1. Illustration of the external force 𝐹𝑅 acting with an
average frequency determined by the average interval between
the peaks. The pulse duration does not correspond to the scale
of Fig. 1 and is equal to 5–10 steps

Fig. 2. Fragment of a model lattice composed of atoms of two
types with different masses

Fig. 3. Fragment of the model lattice with “heavy” clusters
(in particular, in the upper right and lower right corners)

where 𝑡 is the pulse duration, and 𝑀 the mass of
model particle, was used for the quantity 𝐹𝑅 in the
computer experiment corresponding to a certain en-
ergy. In so doing, we assumed that the average dis-
placement energy was equal to 𝐸d = 25 eV. During
the computer experiment, the magnitude of 𝐹𝑅 was
gradually increased until the atoms started to irre-
versibly quit their sites. Of course, this value of 𝐹𝑅

corresponded to an energy of 25 eV. The quantities 𝑡
(see Fig. 1) and 𝑀 were also known. Hence, with the
help of formula (9), a relation between the kinetic
energy transferred to the atom and the quantity 𝐹𝑅

was established. In particular, in Figs. 5 and 6 (see
below), the corresponding values of energy are related
to 𝐹𝑅 by this expression.

The action of the force 𝐹𝑅 upon atoms is governed
by a stochastic function, which determines the corre-
sponding average frequency of impacts (Fig. 1) and
the distribution of impact directions. In the standard
platform .NET Framework, random numbers are pro-
duced by an additive generator of random numbers
[21]. This generator forms a random number accord-
ing to the formula

𝑥𝑛+1 = (𝑥𝑛 + 𝑥𝑛−𝑘) mod 𝑙, (10)

where the order 𝑘 and the modulus 𝑙 are fixed positive
integers, and 𝑥1, ..., 𝑥𝑛 are arbitrary numbers. Every
(𝑛 + 1)-th term of the sequence depends on the pre-
vious 𝑛-th one.

With regard for the external force 𝐹𝑅 and expres-
sion (8), the total force acting on the 𝑖-th atom can
be presented in the form [22]

F𝑛
𝑖 = −

𝑁∑︁
𝑗,𝑗 ̸=𝑖

𝜕𝑈𝑛
𝑖𝑗

𝜕𝑥𝑖
+ 𝐹𝑅. (11)

In Fig. 2, a fragment of the model lattice consisting
of 125 atoms is shown. Figure 3 demonstrates the
effect of “heavy” cluster formation in it.

2.2. Results and their discussion

“Heavy” clusters emerge as a result of the disorder-
ing in the initial lattice under the influence of fast
ions. The interatomic distances in the initial model
lattice have definite values: 𝑎 = 5.3 Å between the
atoms with different masses and 2𝑎 = 10.6 Å be-
tween the atoms with identical masses. As was in-
dicated above, the bombarding is carried out using
ions with energies at which only “light” atoms can
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be displaced. The computer program determines the
coordinates of all atoms and the distances between
the nearest atoms, Δ𝑥, at any time moment in the
course of model lattice bombardment. A criterion of
the cluster creation is the emergence of a configu-
ration of atoms with identical masses, in which the
distance Δ𝑥 is equal to 𝑎. The computer experiment
made it possible to reveal the accumulation kinetics
for “heavy” clusters with 2, 3, and larger numbers of
atoms (see Fig. 4). Region I in Fig. 4 corresponds to
the transformation of two-atom “heavy” clusters into
three-atom ones.

The dependence of 𝜏𝑖 on the ratio between the
atomic masses in the crystal, 𝑚Al/𝑚U𝑖 , for various
irradiation energies is shown in Fig. 5. Certainly, the
value of 𝜏𝑖 is reciprocal to the formation probability
for a certain “heavy” cluster. Model computer exper-
iments with atomic mass values quoted in Table 2
were performed. Sources of monoenergetic ions were
supposed to be used. The energies of ions bombard-
ing the crystal were chosen to fall within the inter-
vals corresponding to the displacement of only lighter
atoms. Namely,

1) for the mass ratio 𝑚Al/𝑚U1
, the selected ener-

gies amounted to 70, 85, 107, 150, 205, 300, 350, and
425 eV;

2) for the mass ratio 𝑚Al/𝑚U2 , the selected ener-
gies amounted to 70, 85, 107, 150, and 205 eV; and

3) for the mass ratio 𝑚Al/𝑚U3 , the selected ener-
gies amounted to 70, 85, and 107 eV.

Underlined are the threshold energies of bombard-
ing ions for three mass ratios, which are quoted in
Table 2.

In Fig. 6, the energy dependences of 𝜏𝑖 are depicted
for various mass ratios 𝑚Al/𝑚U𝑖 .

The results, which are illustrated in Figs. 5 and 6,
point to certain features in the formation of “heavy”

Table 2. Masses of atoms in the model
lattices examined in the computer experiment
and the corresponding threshold energies
of bombarding ions, 𝐸thr

No. 𝑚Al, 𝑚U𝑖
, 𝐸thr 𝐸thr

a.m.u. a.m.u. for Al atoms, eV for U𝑖 atoms, eV

1 27 238 48 425
2 27 115 48 205
3 27 60 48 107

Fig. 4. Accumulation kinetics for “heavy” clusters with 2 and
3 atoms

Fig. 5. Dependences of 𝜏 on the mass ratio 𝑚Al/𝑚U𝑖
for

atoms in the crystal for various energies of bombarding ions:
𝐸1 = 70 eV, 𝐸2 = 85 eV, 𝐸3 = 107 eV, 𝐸4 = 150 eV, 𝐸5 =

= 205 eV, 𝐸6 = 300 eV, 𝐸7 = 350 eV, and 𝐸8 = 425 eV

Fig. 6. Energy dependence of 𝜏𝑖 for various atomic mass ratios
𝑚Al/𝑚U𝑖

(see Fig. 5)

clusters, which depend on the mass ratio of atoms in
the binary lattice and the ion beam energy. It is natu-
ral that the interval of energies, in which “heavy” clus-
ters can be formed, becomes narrower for smaller ra-
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tios 𝑚Al/𝑚U𝑖
. From Fig. 5, one can see that “heavy”

clusters are not formed at 𝐸 > 𝐸5. The simulation re-
sults showed that in case where the “heavy” atoms un-
dergo a substantial displacement simultaneously with
the “light” ones, the formation probability for “heavy”
clusters drastically decreases. In Fig. 6, one can see a
symbatic energy dependence of the formation proba-
bility for “heavy” clusters in the energy intervals that
correspond to certain mass ratios 𝑚Al/𝑚U𝑖

. It is re-
markable that the probabilities of “heavy” cluster for-
mation at 𝐸 = 𝐸3 differ insignificantly for all exam-
ined 𝑚Al/𝑚U𝑖 ratios.

3. Conclusions

The processes of radiation-induced defect formation
in binary crystals with a considerable difference be-
tween the atomic masses have been studied. A mod-
ified model is applied to research the formation of
radiation-induced damages in the crystals using the
MD method, and a corresponding computer program
is developed. It is found that the so-called “heavy”
clusters are formed in binary crystals with substan-
tially different atomic masses of their components,
which are subjected to the ionic irradiation. The
probability of “heavy” cluster formation is found to
depend on the atomic mass ratio between different
atoms and the ionic radiation energy; the correspond-
ing energy dependences are determined. It is impor-
tant to consider the phenomenon of radiation-induced
formation of “heavy” clusters, when using radiation
methods in electronics, as well as when solving other
technical problems.

The author is grateful to Professor A.Yu.Kiv for
a detailed discussion of the results obtained and his
important remarks.
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РАДIАЦIЙНО-СТИМУЛЬОВАНЕ ФОРМУВАННЯ
“ВАЖКИХ КЛАСТЕРIВ” В БIНАРНИХ КРИСТАЛАХ

Р е з ю м е

Робота присвячена дослiдженню особливостей радiацiйно-
го дефектоутворення в бiнарних кристалах, що складаю-
ться з атомiв з масами, якi значно розрiзняються. Вико-
ристовувася класичний метод молекулярної динамiки, але
в модифiкованiй моделi, яка є альтернативою моделi пар-
них зiткнень. Розроблена комп’ютерна програма, яка реа-
лiзує молекулярно-динамiчний пiдхiд з алгоритмом Верле.
Результати роботи свiдчать про те, що iснує певний iнтер-
вал енергiй iнцидентних частинок, в якому можливе фор-
мування так званих “важких” кластерiв, тобто кластерiв,
якi складаються з бiльш важких атомiв.
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