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MAGNON BOSE–EINSTEIN
CONDENSATE AND SUPERCURRENTS
OVER A WIDE TEMPERATURE RANGE

Magnon Bose–Einstein Condensates (BECs) and supercurrents are coherent quantum phenomena, which appear on a macroscopic scale in parametrically populated solid state spin
systems. One of the most fascinating and attractive features of these processes is the possibility of magnon condensation and supercurrent excitation even at room temperature. At the
same time, valuable information about a magnon BEC state, such as its lifetime, its formation threshold, and coherence, is provided by experiments at various temperatures. Here, we
use Brillouin Light Scattering (BLS) spectroscopy for the investigation of the magnon BEC
dynamics in a single-crystal film of yttrium iron garnet in a wide temperature range from
30 K to 380 K. By comparing the BLS results with previous microwave measurements, we revealed the direct relation between the damping of the condensed and the parametrically injected
magnons. The enhanced supercurrent dynamics was detected at 180 K near the minimum of
BEC damping.
K e y w o r d s: magnon gas, parametric pumping, Bose–Einstein condensate, magnon superfluidity, magnon supercurrent, yttrium iron garnet (YIG).

1. Introduction
The phenomena related to room-temperature Bose–
Einstein condensation [1–6] and superfluidity [7–9] in
overpopulated magnon gases constitute a fastly evolving field of research, revealing promising features for
advanced technological applications [10] and discovery of novel physical effects [11–16]. Recent examples
of such phenomena are magnon supercurrents [7], Bogoliubov [9] and second sound [16] waves, microscaled
vorticity [8] in a magnon condensate, thermally induced magnon Bose–Einstein Condensates (BECs) in
microsized magnetic structures [17, 18], and the interaction of the magnon BEC with accumulated hybrid
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magnetoelastic bosons [19]. The intrinsic coherence of
magnon BECs, allowing for a phase-encoded information processing and a long-range supercurrent-carried
data transfer in the GHz regime, creates the potential for applications of these macroscopic quantum
phenomena in the field of wave-based computing.
Here, we investigate the process of Bose–Einstein
condensation of parametrically pumped magnons in
a single-crystal Yttrium Iron Garnet [20] (YIG,
Y3 Fe5 O12 ) film in a wide range of temperatures
(from 380 K down to 30 K). The temperature dependence of the magnon BEC decay rate is in quantitative agreement with the temperature dependence
of the relaxation rates of the parametrically injected
magnons [21]. In particular, both relaxation rates exhibit a non-monotonous behavior, with a minimum at
around 200 K and a large increase for temperatures
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below 100 K. The magnon supercurrents, which manifest themselves in our experiments in the enhanced
magnon BEC decay, were found to be most prominent
around 180 K, i.e., in the regime where the magnon
damping is minimal.
2. Experimental Setup
To investigate the temperature dependence of the
magnon condensate properties, we designed a setup
composed of a microwave circuit for the parametric
excitation of magnons and a Brillouin Light Scattering (BLS) spectroscopy part for magnon detec-

Fig. 1. Sketch of the experimental setup composed of a Brillouin light scattering spectroscopy part (green), microwave excitation circuit (yellow), temperature control part (cyan), and
time synchronization and data acquisition part (blue). M1M4 – mirrors. BS1 – beam splitter. BS2 – polarizing beam
splitter. 𝐻 – bias magnetic field

Fig. 2. Schematics of the relevant time intervals. Top: the
2 𝜇s long MW pumping pulse (yellow) and the 4 𝜇s long pulsed
BLS laser beam (green). Bottom: the plot of the resulting
detected BLS photon counts (magnon density) over time, detected at 180 K. The shaded area shows the part of the recorded
data traces used for the analysis
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tion [22] (see Fig. 1). The YIG sample is placed on
top of a microstrip resonator, attached from below
to a highly heat-conducting AlN substrate. This part
of the setup is mounted inside of a Janis Research
10 K closed cycle refrigerator system with optical
access.
For the parametric pumping process, a microwave
(MW) pumping pulse of 2 𝜇s duration at a frequency
𝜔p = 2𝜋 × 15 GHz with an 1 ms repetition rate and
a maximal pumping power 𝑃p of 12 W was applied
to a microwave transmission line capacitively coupled
to a 50 𝜇m-wide microstrip resonator. The microwave
Oersted field hp induced by the microstrip resonator
parametrically drives the magnetization of the YIGfilm sample [23]. The parametric pumping process
[24, 25] can be understood as a decay of a microwave
photon with frequency 𝜔p and nearly zero wavevector into two magnons at half the photon frequency
𝜔p /2 = 2𝜋 × 7.5 GHz having opposite wavevectors q
and −q.
After the thermalization [26–28] of the parametrically injected magnons over the spin-wave spectrum,
a quasiequilibrium distribution of the magnon gas is
established. The effective chemical potential of such
a quasiparticle system is nonzero and depends on
the density of injected excessive magnons. At a sufficiently large pumping power, the chemical potential
reaches the bottom of the magnon spectrum, and the
Bose–Einstein condensation of magnons takes place
[2, 3, 29, 30].
The time-resolved BLS spectroscopy measurements
were performed in a backward scattering geometry
[31]. In such a geometry, the incidence angle of the
probing laser beam can be adjusted to selectively detect magnons with a particular value of the in-plane
wavevector [32]. In the experimental data shown below, the incidence angle was fixed at 11∘ , which corresponds to the detection of magnons at the bottom of
the spin-wave spectrum, where thermalized magnons
accumulate and the magnon BEC is formed.
In order to reduce the optical heating of the YIG
sample, the probing laser beam was chopped by an
Acousto-Optic Modulator (AOM) into a sequence of
light pulses of 4 𝜇s duration (see Fig. 1). In the timeresolved experiments, the probing laser pulse has
been applied 1.8 𝜇s after the start of the microwave
pumping pulse. This scheme allowed us to map the
time evolution of the magnon BEC during both the
pumping and free-decay stages (see Fig. 2).
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The YIG sample used in the experiments has lateral dimensions of 1 × 5 mm2 and a thickness of
5.6 𝜇m. It was prepared by the chemical etching of
an YIG film epitaxially grown in the (111) crystallographic plane on a GGG substrate 500 𝜇m in thickness. The sample was magnetized along its long axis
(see Fig. 1) to avoid the undesirable influence of a
static demagnetizing field on the value of the internal
magnetic field.
To achieve the most efficient condensation of
magnons, we pumped the magnon gas at an applied
magnetic field 𝐻 corresponding to the kinetic instability regime [33–35]. Since the YIG saturation magnetization 𝑀S is temperature-dependent, the external field was adjusted at each temperature to maximize the BLS signal [21]. Thus, the measurements
have been performed at fields ranging from 1140 Oe
to 1250 Oe.
The temporal profiles of the BEC intensity, measured in the temperature range 30–380 K, are shown
in Fig. 3. To facilitate a comparison of the magnon
decay processes at different temperatures, the BEC
profiles have been normalized to their maximum intensity measured during the action of the microwave
pumping pulse (the plateau region). In this work,
we are mostly interested in the free decay of the
magnon BEC, i.e. in the part of the temporal profiles measured after the pumping pulse was switched
off (𝑡 =2000 ns in Fig. 3). Below, we show that the
time dependences of the magnon intensity decay provide valuable information about the dissipation and
the coherence properties of the magnon BEC.
3. Results
The temporal evolution of the BLS intensities,
measured at different temperatures, is shown in
Fig. 3. The observed relaxation dynamics is determined by a competition between several different processes. The first one is the conventional exponential
magnon decay to the phonon bath. This linear process is dominant for small BEC densities at long
observation times. At relatively high temperatures
𝑇 & 200 K (see Fig. 3, a, b), the rate of linear BEC decay increases with the temperature. At low temperatures 𝑇 . 200 K, however, the trend changes, and the
magnon BEC decay rate starts to increase as the temperature goes down (see Fig. 3, c). Thus, the rate of
decay of the magnon BEC exhibits a clear minimum
ISSN 2071-0194. Ukr. J. Phys. 2019. Vol. 64, No. 10

Fig. 3. Time profiles of the BLS intensity for different temperatures: 380 K to 300 K (a), 220 K and 180 K (b), and 140 K
to 30 K (c). In panels (a) and (c), the temperature increases
in the direction of the gray arrows. The decay characteristics
of the profiles at 𝑡 > 2100 ns provide information about the
dissipation and redistribution of the magnon BEC

at temperatures around 𝑇 ≈ 200 K. The increase of
the decay rate at higher temperatures 𝑇 > 200 K
can be explained by the scattering of condensed coherent magnons on higher-energy thermally excited
incoherent magnons. The increase of the damping at
low temperatures is, most probably, related to the
magnon absorption in the paramagnetic GGG substrate and to their scattering at magnetic impurities
in a YIG film [21, 36–38].
At short times after the pumping pulse is switched
off, the BEC dynamics cannot be described by a simple exponential decay function [39]. First of all, here,
the BEC density is influenced by the thermalization
of parametrically injected magnons, which continues for some time after the pumping is switched off
[3, 29, 30]. This process results in the cascade transition of the thermalized magnons previously scattered
over higher energy states to the magnon BEC and,
thus, decelerates the natural exponential decay of the
condensed magnon phase. Such an effect is especially
visible for the temperatures of 140 K and 220 K.
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Fig. 4. Temperature dependence of the magnon relaxation
parameter Γ, lifetime 𝜏 = 1/Γ (left axes), and the damping related linewidth 2Δ𝐻 = 2Γ/𝛾 (right axis). Here, 𝛾 = 2𝜋 ×
× 2.8 MHz/Oe is the modulus of the gyromagnetic ratio.
Points – damping of the magnon BEC measured in this work;
lines – damping of parametrically injected magnons in YIG
films of two different thicknesses (from Ref. [21])

At the same time, there is another process, which
accelerates the decrease in the BEC density. Its influence is most clearly visible for 𝑇 = 180 K (see
Fig. 3, b). The initial fast decrease in the BLS intensity is not related to any dissipation mechanism,
but is a signature of magnon supercurrents [7, 9, 35],
which lead to a spatial redistribution of the coherent magnon BEC [9]. This coherent redistribution
process–outflow of the magnon BEC from the hot
laser spot–is driven by a thermally induced phase gradient within the BEC wavefunction [7, 9, 35].
This coherent phenomenon strongly depends on the
BEC density and, thus, on its lifetime. In our experiment, the supercurrent-related decay is the most pronounced at temperatures of 180 K and 220 K, where
the natural magnon relaxation rate is near its minimal value, and becomes much less pronounced with
a decrease in the magnon lifetime.
In the following analysis, we neglect the initial part
of the decaying magnon BEC intensity profile 𝐼(𝑡),
in which post-pumping thermalization processes and
magnon supercurrents are important, and fit the remaining part with the exponential function
𝐼(𝑡) ∼ 𝑒−2Γ𝑡 ,

(1)

where the fitting parameter Γ has the meaning of a
magnon BEC relaxation rate (i.e., the relaxation rate
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of magnons at the bottom of the magnon spectrum)
[24]. The results of this analysis are shown in Fig. 4,
together with the temperature dependence of the rate
of relaxation of parametrically injected magnons measured in Ref. [21]. Here, the dimensionless data from
Ref. [21] were scaled to coincide with the BEC relaxation rate at one temperature point 𝑇 = 340 K.
As is clearly seen from Fig. 4, the relaxation rates
for both groups of magnons have the same qualitative and quantitative temperature dependence. The
magnon damping is minimal around 𝑇 ≈ 200 K,
slowly increases for higher temperatures, and demonstrates a large increase for 𝑇 < 150 K. At the same
time, this low-temperature relaxation increase is
visibly slower for the magnon BEC, than for the
parametric magnons excited in the same YIG film
(solid yellow curve in Fig. 4). The behavior of the
BEC relaxation rate is much closer to the temperature dependence of parametric magnons measured
in the 10 times thicker YIG film of 53 𝜇m thickness (dashed orange curve in Fig. 4). One possible
explanation of this fact might be a slightly weaker
coupling of the condensed short-wavelength dipoleexchange magnons (BEC wavenumbers 𝑞BEC ≈ ±4 ×
× 104 rad cm−1 ) [3] to the paramagnetic spin structure of the GGG substrate in comparison with such
a coupling of the rather long-wavelength dipolar
magnons (𝑞 → 0) parametrically excited and characterized in work [21]. This coupling is expected to
be smaller in a thicker film, than in a thinner one,
and, thus, the BEC relaxation rates in the thinner
film come closer to the relaxation of long-wavelength
parametric magnons in the thicker one.
4. Conclusions
We have experimentally measured the temperature
dependence of the rate of relaxation of magnons at
the bottom of the magnon spectrum (at the point of
magnon Bose–Einstein condensation). We have found
that the temperature dependence of the damping of
magnons in this spectral range is in a quantitative
agreement with the damping of another important
group of short-wavelength magnons – those, which
are directly injected by microwave parametric pumping. Namely, the magnon damping has a minimum at
𝑇 ≈ 200 K and increases for both higher and lower
temperatures. We have also found that magnon BEC
supercurrents are strongly enhanced in the temperature range near the magnon damping minimum. The
ISSN 2071-0194. Ukr. J. Phys. 2019. Vol. 64, No. 10
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similar temperature behavior of the magnon BEC and
parametrically injected magnons brings hope for that
an extremely long BEC lifetime can be achieved in
ultra pure bulk YIG samples, where, as it has been
found in Refs. [21, 40], the rate of relaxation of parametric magnons monotonically decreases from room
to cryogenic temperatures.
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Резюме
Магноннi бозе-ейнштейнiвськi конденсати (БЕК) та суперструми – це когерентнi квантовi явища, що виникають на
макроскопiчному масштабi в параметрично заселених спiнових системах в твердих тiлах. Одна з найбiльш захоплюючих та привабливих рис цих процесiв – можливiсть магнонної конденсацiї та збудження суперструмiв навiть при
кiмнатнiй температурi. Водночас, цiнна iнформацiя про магноннi конденсати, така як час життя, порiг формування
i ступiнь когерентностi, може бути отримана в експериментах, проведених при рiзних температурах. Ми використовуємо спектроскопiю брiллюенiвського розсiяння свiтла
(БРС) для вивчення динамiки БЕК магнонiв в монокристалiчнiй плiвцi залiзо-iтрiєвого гранату в широкому iнтервалi температур вiд 30 K до 380 K. Порiвнюючи результати
БРС з попереднiми надвисокочастотними вимiрами, ми виявили прямий зв’язок мiж затуханням конденсованих та
параметрично iнжектованих магнонiв. Посилена динамiка
суперструму зареєстрована при 180 К поблизу мiнiмуму затухання БЕК.
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