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OPTICAL PROPERTIES
OF IRRADIATED EPITAXIAL GaN FILMSPACS 78.66.Hf

The influence of a microwave treatment (MWT) on the optical properties of hexagonal GaN
films has been studied. To estimate the internal mechanical strains and the degree of structural
perfection in a thin near-surface layer of the film, the electroreflectance (ER) method is used.
The ER spectra are measured in the interval of the first direct interband transitions. It has been
shown that the MWT results in the relaxation of internal mechanical strains in the irradiated
films. In addition, the structural perfection in the thin near-surface layer of the irradiated film
became higher. A mechanism that includes resonance effects and the local heating of the film
defect regions is proposed to explain the effects observed.
K e yw o r d s: gallium nitride, epitaxial film, electroreflectance, microwave treatment, broad-
ening parameter, internal strain.

1. Introduction

Epitaxial films on the basis of AIIIBV compounds –
in particular, III-nitrides (GaN, AlN, BN) – are in-
tensively used in modern micro-, nano-, and optoelec-
tronics to manufacture a wide class of devices [1–3].
Gallium nitride films are applied most successfully in
the production of light and laser diodes for the short-
wave spectral range [1], as well as in RF and high-
temperature devices [2, 3]. In all cases, an integral
part of the technological process is the application of
different treatments to either the films themselves or
the devices in whole. It is evident that the research
of the treatments effect on the film properties is an
important and challenging task, because knowlenge
of the mechanisms of film property modification al-
lows the parameters of the film-based devices to be
predicted.

Among the active treatments of GaN films, most
widely used are the thermal annealings (short- and
long-term) [4, 5], plasma, chemical, and photochemi-
cal treatments [6–8]. The influence of penetrating ra-
diation, e.g., 𝛾-radiation, is most often regarded not
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as a component of the fabrication technology, but
rather as a possible factor of their degradation. On
the other hand, as was shown in works [9, 10], 𝛾-
irradiation can improve the properties of epitaxial
GaN films and the structures on their basis.

The microwave treatment (MWT) is successfully
applied to improve the quality of GaN contacts [11]
and to carry out the high-temperature activation of
an acceptor impurity (e.g., Mg) in GaN, which was
introduced either in the course of growing [12] or at
the subsequent ion implantation [13]. In the opin-
ion of the author of work [14], MWT is the only
method that allows high-temperature treatments to
be realized at extremely high rates of temperature
growth and decrease. However, this way is impossi-
ble if the usual rapid thermal annealing is applied. In
the latter case, MWT equipments based on powerful
gyrotrons are used, which allows high densities of ra-
diation power to be obtained [14]. At the same time,
it was demonstrated earlier that the low-power MWT
can also substantially affect the properties of silicon
[15] and AIIIBV films, as well as instrument structures
on their basis [16, 17]. Therefore, this work aimed at
studying the influence of the low-power MWT on the
optical properties of a thin near-surface layer in epi-
taxial GaN films.
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2. Experimental Part

In our studies, we used GaN films with the 𝑛-type
conductivity, which were doped with silicon to con-
centrations of about (1 ÷ 3) × 1017 cm−3. The films
were deposited onto the (001) surface of Al2O3 sub-
strates using the metallorganic chemical vapor de-
position (MOCVD) technique. The thickness of the
films was 1 𝜇m.

For MWT, we used UHF radiation with a frequency
of 2.45 GHz. A magnetron with a specific output
power of 1.5 W/cm2 served as a radiation source.
MWT of the films was carried out in the working
chamber of a magnetron in the air environment. The
MWT cycles were carried out stage-by-stage with a
gradual increase of the irradiation time. The total
time of MWT was equal to 5, 10, 20, and 30 s.

The electroreflection (ER) spectra were measured
after every radiation cycle. The measurements were
carried out in the wavelength range 350–380 nm (3.3–
3.45 eV) and with a resolution of ±0.001 eV. The ER
spectra were measured on an automated setup based
on a diffraction spectrometer MDR-23. An ohmic
contact with the GaN film was provided by sputter-
ing a titanium film 100 nm in thickness followed by
its annealing at a temperature of 700 ∘C and, then,
sputtering a gold film with thickness 100 nm. As
a front contact, the KCl solution in distilled water
was used. An electric field was applied to the speci-
men in the electrolytic cell with a platinum reference
electrode. In hexagonal GaN, there is the spin-orbit
splitting of the valence band near the absorption edge
at point Γ of the Brillouin zone [9, 18, 19]. Therefore,
the ER signal is formed by three main interband tran-
sitions usually designated as A, B, and C. For the in-
terpretation of spectra, we used the model of ER with
three direct transitions. The parameters of ER spec-
tra were determined by fitting the theoretical results
to the experimental data. This is a usual practice for
the interpretation of experimental results obtained by
the modulation spectroscopy method [9, 18, 19].

3. Results and Their Discussion

It should be noted that, according to the results pre-
sented in work [20] and taking the conductivity of
studied films into account, the penetration depth of
the microwave electromagnetic field exceeds the film
thickness by several orders of magnitude. Therefore,
the power distribution across the film can be regarded

Fig. 1. ER spectra of GaN films before and after the mi-
crowave treatment. Symbols denote experimental data, and
the curve exhibit the results of theoretical fitting: initial spec-
imen (1 ) and after microwave irradiation for 5 (2 ), 10 (3 ), 20
(4 ), and 30 s (5 )

as uniform. A low temperature of a specimen during
MWT can also be taken as an important factor asso-
ciated with the chosen MWT regimes.

The ER spectra of a GaN film before and after
MWT are depicted in Fig. 1. The symbols correspond
to experimental data, and the solid curves to the re-
sults of theoretical simulation (fitting). From Fig. 1,
one can see that no substantial changes are observed
in the ER spectra at short MWT times; only insignifi-
cant shifts of the peaks toward the short-wave region
of the spectrum take place (spectra 2 and 3 ). At
the same time, the increase of the treatment time to
20 and 30 s results in appreciable shifts of the ER
spectrum toward lower energies (spectra 4 and 5 ).

These conclusions are directly confirmed by the en-
ergy dependences of excitonic transitions A, B, and
C obtained while fitting the theoretical spectra to ex-
perimental ones (Fig. 2). One can see that, for MWT
times of 5 and 10 s, the transition energies insignifi-
cantly grow, whereas the further increase of the MWT
time brings about a reduction of the transition ener-
gies to values that are considerably lower than the
initial ones. As was shown in work [9] on the basis
of results obtained for a freestanding GaN film [18],
there are the squeezing stresses in the initial films.
Hence, at the first MWT stages, those stresses in-
crease a little and, then, relax. A certain growth of
the internal mechanical stresses at short MWT times
may be associated with the generation of additional
structural defects owing to the resonance interaction
between the UHF electromagnetic field and the de-
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Fig. 2. Dependences of the direct transition energies on the
microwave treatment time. Curves 1 to 3 correspond to inter-
band transitions A, B, and C, respectively

Fig. 3. The same as in Fig. 2, but for the band-broadening
parameter

fect subsystem of the film, analogously to what was
observed in works [16, 17].

The increase of the MWT time gives rise to the
warming up and the resonance activation of local
defect regions, when the MWT frequency coincides
with the characteristic frequencies of defect vibrations
[16, 17]. Owing to a considerable mismatch between
the lattice constants in the film and the substrate
[21], there exists a gradient of mechanical stresses in
the system. As a result, the gettering of structural
defects can take place at the film–substrate interface.
At a substantial stress relaxation degree, this effect
should disappear, which is also observed in the ex-
periment. The described mechanism is confirmed by
the dependences of the band-broadening parameter
Γ for the corresponding bands in the ER spectrum

(Fig. 3). Note that the parameter Γ is directly re-
lated to the degree of structural perfection in the film.
The energy relaxation time for light-excited charge
carriers, 𝜏 , (and, hence, their mobility) is related to
the band-broadening parameter as follows: 𝜏 ∼ ℎ/Γ,
where ℎ is Planck’s constant [9]. Therefore, the reduc-
tion of the transition band-broadening, which is ob-
served at long MWT times, confirms the mechanism
proposed above. The effects observed cannot be ex-
plained by purely thermal processes. As was already
mentioned above, the selected parameters of MWT
prevent the specimens from a considerable warming
up, whereas rather high temperatures are required for
a rapid thermal annealing of defects in GaN films to
take place [5].

4. Conclusions

To summarize, a conclusion can be drawn that MWT,
even the low-power one, is a promising method for
the improvement of the properties of epitaxial GaN
films, in particular, for a reduction of the mechanical
stresses in them and an enhancement of the structural
perfection in the near-surface layer of a film. The
latter factor is especially important for the technology
of device production on the basis of III-nitrides. It is
so because the GaN film is often used as a substrate
for the following epitaxial deposition of other films, so
that the properties of the surface and the near-surface
region in GaN substantially govern the characteristics
of the instrument structure in general [1–3, 21].
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ОПТИЧНI ВЛАСТИВОСТI ЕПIТАКСIЙНИХ
ПЛIВОК GaN, ЩО ПЕРЕБУВАЛИ ПIД ДIЄЮ
МIКРОХВИЛЬОВОГО ОПРОМIНЕННЯ

Р е з ю м е

Дослiджено вплив мiкрохвильових обробок (МХО) на опти-
чнi властивостi епiтаксiйних плiвок GaN гексагональної мо-
дифiкацiї. Для дiагностики рiвня внутрiшнiх механiчних
напружень i структурної досконалостi тонкого приповерх-
невого шару плiвки використовувався метод електровiдби-
вання (ЕВ). Спектри ЕВ вимiрювалися в областi локалi-
зацiї перших прямих зона-зонних переходiв. Показано, що
внаслiдок МХО в опромiнених плiвках спостерiгається ре-
лаксацiя внутрiшнiх механiчних напружень i полiпшення
структурної досконалостi приповерхневого шару. Запропо-
новано механiзм виявлених ефектiв, що враховує резонан-
снi ефекти i локальний розiгрiв дефектних областей плiвки.
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